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High Internal Phase Emulsion polystyrene foams have been made at Los Alamos 
National Laboratory for the past decade. As target designs become more complex the 
demands placed on the foams are more stringent. Parts need to be machined from 30 
mg/cm foams to a thickness of 50 pm within a couple of microns. Containing upwards 
of 97% air, these foams are to withstand extraction with ethanol to remove the wax 
utilized as a machining aid yet retain their dimensional stability. At low densities, less 
than 50 mg/cm3, voids are a problem. To determine a formulation that reduces void 
content and allows minimum shrinkage, experimental design was utilized. We also 
developed image analysis techniques that allow us to quantify the amount of voids in the 
system and the surface finish of the foam. In order to machine these low density foams to 
the tolerance required with an optimum surface finish, the foams are backfilled with Brij@ 
78, an alcohol soluble wax. After a part is machined the Brij' is leached out with 
ethanol. The dimensional stability of the foam was found to be independent of the 
formulation of the foam. The filler that was used to aid in machining did have a 
significant impact on the final properties of a machined part. 
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Introduction 
Foams comprised of only carbon and hydrogcn havc bccn the main 

focus in thc Incrtial Confincmcnt Fusion targets at Los Alamos National 
Laboratory for thc past five ycars. Not only has target dcsign bccomc morc 
complcx ovcr thc ycars but morc dcmands havc bccn placed on the foams 
thcmsclvcs. 50 pm thick parts arc made from foams that are three percent 
full dcnsity (that is 97% air!). These parts are expccted not to deform or 
shrink and nced to bc robust enough to bc handled by the asscmblcrs. When 
a part is a cylindcr 250pm in diameter and 75 pm thick, the absence of voids 
is cssential. Rccently dcnsity gradients within a foam and the presence of 
voids have also bccome conccrns.' 

Dcnsities of High Intcrnal Phase Emulsions (HIPE) the foams prepared 
at LANL range from 30 mg/cm' to 650 mg/cm' are made by varying the 
ratio of the oil and water phase. As the density of thc foam incrcases there is 
a thickcning of thc struts of thc cell along with a closing of the window of the 
ccll wall bctwecn adjaccnt cclls. At high densitics the foam becomes closed 
ccll. Coalcsccncc of thc emulsion leads to the formation of larger cells 
within the uniform cmulsion. These "voids" arc one of the two problems 
addrcsscd in this paper. Voids scem to bc more prcvalcnt in low density (< 
50 mg/ cm') foams. In ordcr to quantify thc void contcnt in a foam wc first 
had to scttlc on a dcfinition for a void since a foam is cssentially made up of 
small voids. For thc quantification of voids we definc a void as ten times thc 
avcragc porc sizc. 

Expcrimcntal dcsign was uscd to cxplorc thc compositional effect on 
thc morphology of the foam. Variables that wcre evaluated wcrc thc pcrccnt 
of surfactant in the oil phase and the crosslink ratio. The purity of monomcrs, 
typc of surfactant, and initiator type and concentration had been evaluated in 
an carlicr study. Thc responscs that were evaluated werc: shrinkagc, 
dcformation, void contcnt, and brittleness. 

The othcr issue addressed is the recent appearance of machining 
artifacts in finished foam parts. In ordcr to machine foam parts with a 
surfacc finish on thc ordcr of a micron the HIPE foam is backfillcd with an 
alcohol solublc wax, Brij-78". Aftcr thc parts are machincd thc Brij-78@ is 
lcachcd out of thc foam with cthanol. Whcn the Brij-78@ is leachcd from thc 
foam the final part shrinks 2% - 5%, dcpcnding on thc geomctry of the part. 
Thc ultimate tcst for a foam is to machinc a 50 pm thick washcr. Washcrs 
prcparcd from earlier formulations would often curl upon drying. 

' 

Experimental 
Materials. Styrene, divinylbcnzcnc (DVB), and sodium persulfate 

wcrc purchascd from Aldrich and wcre uscd without any furthcr 
purification. Thc sorbitan monooleate (SMO) was provided by Lonza, Inc. 
Thc Brij"78originally uscd to backfill thc foams was purchascd from Acros. 
Thc Brij" samples used in the cvaluation studies of the effects of differcnt 
waxes on the machining properties of foams werc provided by Uniqcma. 

Instrumentation. Imagcs of foam samplcs destined for image analysis 
wcrc acquircd using an Olympus BX51 optical microscope cquipped with an 
Optronics Macrofirc digital CCD camcra. Mercury Intrusion Porosimetry 
cxpcrimcnts wcrc performcd on a Micromeritics Autopore-111. 

Preparation of HIPE Foams. An oil phasc, consisting of the 
monomcrs and surfactant, and an aqueous phase, consisting of water and thc 
initiator, werc prcpared then mixed using the standard syringe pump 
tcchniquc.' For dcnsitics higher than 400 mg/cmJ, thc cmulsion needed to be 
mixcd using a high spccd stirrcr (-20,000 rpm) in order to get complete 
incorporation of thc oil phase into the watcr phasc. Oncc thc cmulsion was 
formed it was cured at 60°C for 24 hours. The resulting foam was extracted 
with cthanol to rcmovc the surfactant. The foam was then dried undcr 
ambicnt conditions. Thc porcs formcd during the cmulsification process are  
opcn ccll on thc ordcr of onc to tcns of microns in diameter as dctcrmined by 
mcrcury porosimctry and scanning clcctron microscopy. 

Foam sections 
wcrc machincd on a lathc from cylindcrs of HIPE foam, approximately 2 
mm diamctcr and 50 pm thick. Image magnification was calibratcd using a 

Preparation of Samples for Optical Microscopy. 

NIST traceable optical calibration standard. A varicty of lighting conditions, 
imaging modes, and magnifications werc used to bcst visualize the features 
of intcrcst. For machined surfacc dcfccts of both Brij filled and dry foams, 
oblique lighting at a grazing angle was uscd. For surface voids in dry foam, 
ambicnt room lighting favored these features while diminishing the raised 
surface machining defects. For internal dcfccts in Brij filled foam side 
lighting created a pseudo dark field that contrastcd these featurcs from thc 
Brij cxtrcmely wcll. 

Results and Discussion 
Experimental Design. To asscss the effects of formulation variablcs 

on thc density and uniformity of thc foams, a mixture cxpcrimcnt was 
dcviscd using statistical dcsign methods. Thc relativc proportions of styrcne, 
DVB, SMO, and water wcrc systematically varicd. Thc dcsign did not 
includc any process variablcs. 

The experimental design was gcncrated with thc aid of Dcsign-Expcrt" 
softwarc, Stat-Easc, Inc. Thc objectivc of the study was to produce a 30 
mg/cmJ foam with uniform porosity, and low shrinkage. Thc componcnts 
were bound by the following individual constraints: 

95.7% < Water (wt"/.) < 95.85% 
1.45% < SMO < 1.59% 
1 .O8% < DVB < 1.62 
1 .O8% < Styrene < 1.62% 

and the additivc constraints: 

2.7% < Styrene + DVB < 2.71% 
97.2% < SMO + Watcr < 97.3% 
Styrene + DVB + SMO + Water = 100% 

Sample formulations wcre then dctermincd for a Mixturc Study of D- 
optimal design with sufficicnt fidelity to fit a Quadratic modcl. Automated 
gcncration of mixtures, which satisfied all of thc above constraints was 
performed and rcduced to a total of 16 mixturcs for cxpcrimentation. Four 
components of the formulation werc required to bc present in the samplcs 
since the constraints do not allow values of zero. Two replicates were uscd 
to assist in thc statistical analysis of fit for the final mixture model. 

To detcrminc the rclationship bctween the four mixturc components 
and the resulting foams, statistical analysis was performed on thc sample sct 
with rcspect to cach of the shrinkage measurements and the density 
measurcment. It should also be noted that the styrenelDVB boundary ratios 
in this study arc a result of the point selection from the design space. 
Analysis of shrinkage with rcspcct to the formulation variables yiclds 
equivalent rcsults as thosc sccn for tlic dcnsity response. From the mixturc 
cxpcrimcnt on formulation, we havc determincd that thc componcnts 
themselves do not dcmonstratc large cffccts on thc final propcrties of thc 
foam. 

Mercury Porosirnetry. Pore-sizc distributions for HIPE foams of 
different densities are shown in Figure 1. As the foam density increases, thc 
average porc-size decreases. Not only does the average pore-sizc 
dccreasc, the amount of polystyrene in the cell walls increases. Both of 
these factors contribute to a lower volume of mercury intruded into the 
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Figure 1. Pore distributions for HIPE foams of differcnt dcnsities. 
Pore Diameter (pm) 



higher density sample. The amount of mercury that is intruded into the 
525 mg/cm3 sample was due to the closed-cell nature of this foam as  
observcd by SEM. 

Density uniformity across a foam monolith can also be tracked by 
porosimctry and pycnomctry. A 50 cm3 HIPE monolith, with a 
volumetrically dctcrmined density of 62.2 mg/cm3, was sectioned into 15 
pieces, 3 across the block that was sectioncd into 5 layers. Average 
densities of these 15 pieces wcre found to be 56.62 * 2.20 mgkm3 by 
pycnomctry and 61.22 f 3.65 mg/cm3 by porosimetry. Both technicyes show 
dcnsity fluctuations under 5% for a sample that is nominally one cm . 

Stereoscopy. Porosimetry yields data that is quantitative for pore-sizes 
in ideal systems but there is controvcrsy as to the application of this 
technique to HIPE foams. An independent quantitative techniquc that 
unambiguously measures size distributions of foam cells would be most 
welcome to help validate thc porosimetry. The use of SEMs that is so 
pervasive in the literature on foams to validate cell size and distributions is 
unfortunately a common mistake investigators make. SEM imaging (Figure 
2) is strictly qualitative and not suitable for extracting quantitative cell size 
distributions and other topometric information such as connectivity and shape 
or global information such as volume fraction or surface area. 

Image analysis using modern stereology techniques can provide the 
quantitative data necessary to validate the porosimetry results. "Stereology is 
the science of the geometrical relationships between a structure that exists in 
three dimensions and the images of that structure that are fundamentally 
two-dimensional (2D)".' Thus image analysis task was to measure the area 
percent of thc voids relative to the total area of the foam in a section. Digital 
micrographs of a region of the foam require image processing before 
quantitative analysis can be performed. First the raw image (Figure 2A) is 
calibrated into microns based on a calibration image taken under identical 
image magnification. A region of interest is then defined (Figure 2B). W e  
want to include only the area that is foam and eliminate background and any 
severely damaged areas that are unsuitable for analysis. Next, the image 
contrast and bnghtness was leveled (Figure 2C). The final processing step 
was to threshold thc image to clearly discriminate the foam area from the 
voids. The thrcsholding was performcd manually and based on visual 
interprctation of color (hue and saturation) and/or intensity histograms 
depending on the image quality (Figure 2D). Four fields from three to five 
samples were analyzcd and a mean and standard deviation was reported for 
cach matrix condition. 
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Figure 2. Image processing steps for quantitative imagc analysis of void 
volume fraction of a 50 pm thick machined foam disc. 

Two types of foam defects were observed using bright field optical 
microscopy in machined 'washers' of HIPE foams: 1) highly light scattering 
structures throughout the volume of the Brij" backfilled HIPE foam sample 
(Figure 3A) and 2) irregular, surface roughness after the Brij" backfill was 
removed (Figure 3B). We determined that the internal structures were 
correlated to thc surface features using image processing and analysis tools. 
Optical micrographs using oblique lighting were taken before and aftcr 
leaching of the same sample. Translation and rotation of one image relative 
to thc other was required to register the images since between the first and 
second image, thc foam sample had to be moved from its original position for 

Figure 3. Image processing steps to crcatc composite correlation image. (a) 
surface defects. (b) internal defccts. (c) Binary threshold of internal defccts. 

leaching out the Brij". Visual inspection of the resulting composite image 
proved that the two artifacts were correlated. 

It was then determined that the lot of Brij" 78 had an effect on the 
machining qualities of the final part. Several different lots of Stili" 78 wcre 
evaluated along with a lower molecular weight wax, Brij" 76 (m.w. - 71 1 
Daltons and 1152 Daltons respectively). Imagcs for the Brij" 76 filled foams 
did not show any machining artifacts. Figure 4 shows the surface finishes 
for three different foams. The machining artifacts can be clearlx seen in the 
washer machined from Brij" 78. Washers machined from Brij 76 and dry 
machined do not have these machining artifacts although the surface finish 
for the washer machined from Brij" 76 is a nominal 2 pm versus a nominal 
I O  pm for the dry machined washer. 

Figure 4. Surface finish for HIPE foams machined: a) from Brij" 78, b) 
from Bnj" 76, and c) dry. 

Conclusions 
Foams used in the past were held to standards no where near as  

stringent as today's standards. Not only must thc foam have a specific density 
but they must be uniform. Now by varying the composition of the oil phase 
we are able to make foams with densities greater than 50 mg/cm3 without 
voids. As the density approaches 30 mg/cm3 voids become more of a 
problem. With the aid of experimental design we have greatly reduced the 
amount of voids in the sample. Quantitative image analysis is invaluable in 
terms of quantifying the quality of the foam. Not only can it be used to 
determine the percentagc of voids in the foam but it was critical in 
determining the cause of the machining artifacts. Oncc these correlations 
wcre determined we investigated the use of different "waxes" for filling the 
foams for machining. By switching to Brij" 76 the machining artifacts were 
no longer observed and the machined parts did not shrink upon leaching. 
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